Client: HOLLANDFELT
Date of test: 24th of February 2014

Sound absorption in reverberant room according to UNE-EN ISO 354:2004
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Test element description:

Wool felt 2 mm thick referenced SC color 100% wool
2 mm (DECO3).
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Practical sound absorption coefficient, a,
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